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Crack Seal 
 

Before After 

 

ά/ǊŀŎƪ {Ŝŀƭέ ƛǎ ŀƴ ŀǇǇƭƛŎŀǘƛƻƴ ƻŦ Ƙƻǘ ƭƛǉǳƛŘ ǊǳōōŜǊƛȊŜŘ ŀǎǇƘŀƭǘ ƳŀǘŜǊƛŀƭ ǇƭŀŎŜŘ ƛƴǘƻ ƻǊ ŀōƻǾŜ ƳƻŘŜǊŀǘŜƭȅ ǎƛȊŜŘ ǇŀǾŜƳŜƴǘ ŎǊŀŎƪs. The treatment is used to 

prevent moisture infiltration in order to mitigate the occurrence of further distresses and reinforce the adjacent pavement. 
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Concrete and Asphalt Repair  
 
Before After 

 
ά/ƻƴŎǊŜǘŜ ǊŜǇŀƛǊέ ŀƴŘ άŀǎǇƘŀƭǘ ǊŜǇŀƛǊέ ƛƴŎƭǳŘŜǎ ǘƘŜ ƭƛƳƛǘŜŘ Ŧǳƭƭ-depth removal and replacement of concrete or asphalt pavement, in order to address myriad 
pavement distresses, including spalling, pop-outs, and base failures.  Asphalt repairs are typically required and undertaken well in advance of asphalt 
treatments, like micro surfacing. 
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Diamond Grinding  
 
Before (typical)                                                                                                                After (typical) 

    
 
ά5ƛŀƳƻƴŘ ƎǊƛƴŘƛƴƎέ ƛǎ ŀ ŎƻƴŎǊŜǘŜ ǇŀǾŜƳŜƴǘ ǊŜǎǘƻǊŀǘƛƻƴ ǇǊƻŎŜǎǎ ǘƘŀǘ ǎƳƻƻǘƘǎ ŀ ǿƻǊƴ ƻǊ ƛǊǊŜƎǳƭŀǊ ǎǳǊŦŀŎŜΦ  .ȅ ǇƭŀƴƴƛƴƎ ǘƘŜ ǎǳǊŦace smooth, diamond grinding 
can reduce deficiencies like join faulting (from pavement settlement), wheel rutting and warped slabs.  The end result is a smoother surface and better ride 
quality. 
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Micro Surfacing Seal  
 
Before After 

 
! άƳƛŎǊƻ ǎǳǊŦŀŎƛƴƎ ǎŜŀƭέ is a mixture of relatively large aggregate, polymer modified emulsion, mineral filler and additives that are combined and applied to 
an existing pavement using a specialized mixing and paving machine. The treatment is used to reduce water penetration, correct minor surface irregularities, 
improve aesthetics and extend the useful life of underlying pavement. 
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Preservative Seal  
 
Before After 

 
! άǇǊŜǎŜǊǾŀǘƛǾŜ ǎŜŀƭέ Ŏƻƴǎƛǎǘǎ ƻŦ ǘƘŜ ŀǇǇƭƛŎŀǘƛƻƴ ƻŦ ŀƴ ŜƳǳƭǎƛƻƴ ǎǇŜŎƛŀƭƭȅ ŦƻǊƳǳƭŀǘŜŘ ǘƻ ǇŜƴŜǘǊŀǘŜΣ ǊŜǎǘƻǊŜ ŀƴd preserve existing asphalt binders. By keeping 

the pavement flexible, it serves to seal against water intrusion, inhibit oxidation and improve aggregate retention. 

 

 

 

 

 

 

 


